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MILL/MATERIAL/MANUFACTURER'S TEST CERTIFICATE

T.C, No. : GLM/2021/QA/P1-436/001 DTD.

To,

M/s- ACKINE BENDROVE LYTAGRA
ATEITIES PL.50, LT-52106

KAUNAS 23

LITHUANIA

We certify that the cold formed circular hollow section ERW Pipes

Inv. No.
Inv. Date
P.1. No.
P.O. No.
DOP NO

described below was Manufactured, Sampled, Tested & Inspected in accordence with the tolerance as per EN 10219-1 : 2006 & EN 10219-2 : 2019
requirements and has been found to meet the specification requirements also in compliance with construction Products regulation.

£ .

- SHGLM/2021/3246
$25.03.2021
- (GLI/2020-2021/436 dtd 09.03.2021

{GLM/2021/DOP/85

and Galvanized according to IS0 : 1461 Quality. as well as buyer's
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Hot Dipped Galvanized cold formed circular hollow section ERW Steel Pipe according to EN 10219-1 : 2006 & EN 10219-2 : 2019/ Plain Ends
1 76.10 2.90 7.00 | S235IRH | GIPE 37 19 703 23.490 | A455840 0.078 0460 | 0.008 | 0015 0.039 [ 0004 | 0.155 298 412 31 PASSED 67-80
J TOTAL = 19 703 23.490 : i

The pipes supplied v

Marking on product : Not required

Abbreviation: GIPE = Galvanized Plain End

The pipes have been found confirming to the Zinc Coating Test, Adhesion Test and Uniformity Test (wherever Applicable).
All pipes have been supplied in length as specified above with length tolerance -0/+30mm.

h bright shiny. chromated/Anti rust coated.

All pipes have been chacked visually and found free from internal & external defects visually.

Note : Material Certificate is according to EN 10204 / 3.1
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