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} |! LITUOTOJO KVALIFIKACIJOS TIKRINIMO SERTIFIKATAS Nr. 21/L001 I
|| BRAZER QUALIFICATION TEST CERTIFICATE No. |
| - ||
‘I || Zymejimas (-ai) / Designation: LSTEN ISO 13585-912TO D CuP 179 t1,5D35L24 VU I
' | BPS nuoroda /8ps - Reference: 31/31-01 J=<
il e R Yol
g l Identifikavimo Zymuo 7 identity sign of brazer PO1 i
S Lituotojo vardas, pavarde Andrius Radziiinas Nuotrauka i
.‘ || Gimimo data /Date of birth: 1981-02-22 Photogreph :
i‘ ||| Identifikavimo metodas / Method of identification: pasas / asmens tapatybés kortelé (iei reikaiinga)
| Darbdavys /Employer UAB "Axioma servisas" ' et !
[ il
© || Kodas/bandymo standartas/CoderTesting Standart LST EN ISO 13585: 2012 =
!'5| i PED 2014/68/EU ‘ |:
‘i . Profes_ines zinigs patikrintos / Job knowledge tested: | _Taip / Yes [Z[ Ne [ no |
i i Kvalifikacijos patikrinimo kintamieji Bandomasis pavyzdys Kvalifikacijos ribos '|' !
fli Weld test details Test piece - Range of qualification il
] Litavimo procesas (-ai) /Brazing processies) 912 912 ’|'|
i Gaminio tipas (ploksté ar vamzdis) / T , T
i Product type ( plate or pipe ) '
l | [Pagrindinio metalo indeksas /Parent material D-D D-D
| |Lydmetalio tipas, darbiné temperatiira °C / ° < °
l ‘ Brazing filler type. work temperature CuP 179’ 710°C L CuP 179, < 710 °C
I | Lydmetalio tiekimas (pries/po kaitinimo) /Brazng FF FE. PP
i filler form 2
- Lydmetalio tékmes padétis / 8razing flow position vU VU, VD, H
= || [Mechanizacija/Degree of mechanization - -
| |Bandomojo pavyzdzio storis (mm) / 15 1+3
||| |Matenalihickness ) ; :
,' VamzdZio i3orinis skersmuo (mm) / 35 <35 (
1l ! Qutside pipe diameler (mm) = )
" ‘ Uzlaidos ilgis (mm)/ Overtap feght 24 <24
,I :. Kita /other - =
: | I$samesné informacija nurodyta dokumente SD-A-03, SD-A-06 www.iptit irBPS Nr. - v
| c‘ Further information in the documents SD-A-03 www.tptlt ir BPS 1
| .. i
’ y Kvalifikacijos bandymo tipas | Atliktas ir priimtinas| Nebandyta
‘ e, 1 Type of qualification test Performed and accepted Not tested
Apzitrimoji kontrolé / Visualtesting X , :
|
! okvarbiaisials dazalais 7
‘ I | Penstrant testing X Isdavir 1
I‘ " Ultragarsinis / Uttrasonic test X S 3 ¢D ¥
hoe= E NS \N‘
I : Lenkimo / Bend test X /7 *LITHU'\“
Metalografinis tyrimas / X Litavimo data / Dats of brazing 2021-01-07
! Metallographic exzamination
(|| |Tempimo / Tensik test X Vieta / Place: Vilnius, Lithuania
" I Kvalifkacijos patvirtinimas galioja iki/: ~ 2024-01-07
loere Valiany of qualification until
(
’ LT Sertifika\_/imo S"Y_”a.“s P atvirtiqimo pratesimas Al Darbdavio patvirtinimo pratesimas kitiems 6 ménesiams
: | Prolongation of qualification by inspecting authoritye foflowing 3 years
AR | (LST EN ISO 13585-1 9.2) Confirmation of the validity by employer for the following 6 month
- 7 : Pareigos ar pavarde /
| - Data / pate Parasas / Signature ParEIgoos?icirof)%x:rdé Data / Date Paraéais / Signature - Eo . pTi
‘ 2024-0f-0F 1/ sb.vad -
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