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TEST REPORT

Issue date: 2024-04-12

COMMODITY:
ARTICLE:
COLOR:

LOT N.:
COMPOSITION:

TEST RESULTS:
WEIGHT:
TOTAL
USEABLE

PHYSICAL PROPERTIES TEST RESULTS TEST METHOD

1. DIMENSIONAL CHANGE AFTER
WASHING AND DRYING,(40°C)
WARP AND WEFT(%)

2. PILLING RESISTANCE (2000 cycles),
GRADE

180 5077

ISO 12945-2




