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The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description : |Bond

Customer : | Gabriel

Colour 1 166157

Product type : |Upholstery fabric
Fiber content Dl

Test Performed . Selected test(s) as requested by applicant
Sample Receiving Date ;11" January 2021
Testing Period ;11" January 2021 — 15 February 2021
Test Result(s) . For further details, please refer to the following page(s).
Conclusion:
Test Property Results Test Property Results
Dlmer.13|onal Stability to ) Abrasion i
Washing
Colour fastness to o Sub-con within group results
. - Flammability )
Washing to follow on completion
Colour fagtness to ) Abrasion (ASTM D 4157) Sub-con within group rgsults
Perspiration to follow on completion
. Colour fastness to Rubbing (Organic | Sub-con within group results
Seam Slippage - )
Solvents) to follow on completion
Pilling -

Si_gned for and on behalf of
TUV Rheinland UK LTD

~

1 TeWVed 1 £

UKAS
George Mehmet TESTING
Laboratory Technician 8400

Test result is drawn according to the kind and extent of tests performed.
Without permission of the test centre this test report is not permitted to be duplicated in extracts. This test report does not entitle to carry any safety
mark on this or similar products. This test report represents the test parameters as requested by the customer based on submitted samples only.
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